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Abstract

-Alumina nanoparticles have been modified with polysulfone (PSU) chains via 1,3-dipolar cycloaddi-tion reaction 
between functionalized alumina with vinyl groups and terminal azide polysulfone chains of two differ-ent molecular 

weights. Homopolymer nanocomposites have been prepared for the first time by extrusion and microinjection. The 
effectiveness of the grafts on the dispersiblity has been analyzed in terms of the parameters that govern the wettability 

between grafted and matrix chains: graft density (), graft molecular weight (N) at constant matrix molecular weight (P). 
The dispersion state and interfacial adhesion of PSU grafted-nanoparticles have been evaluated from laser scanning 

confocal, FESEM and SEM microscopy. Results show that the incorporation of the modified g-alumina improves the 
dispersion state in comparison with bare alumina nanoparticles, reducing the aver-age particle size from 5±9 to 1.3±1 

microns. Although aggregates are still present the size of the aggregates are also substantially reduced even with low or 
moderate graft density used in this work, but further improves the interfacial adhesion between nanoparticle and matrix 

when long PSU chains are grafted even with low-moderate grafting den-sity. These results can be explained by enthalpic 
compatibility between polysulfone grafted layer and host polysul-fone matrix
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Introduction

Polysulfone is a high performance engineering polymer, 
and thanks to its specific properties such as its biocompati-
bility, transparency, high thermal and chemical stability, 
mechanical strength, resistance to extreme pH values and 
low creep, it is considered one of the most valuable polymers 
in engineering application, widely used as functional material 
in biochemical, and medical fields as well as in fuel mem-
branes.1-4

However, in some cases, polysulfones and their derivatives 
can show relatively poor mechanical and wear resistance, so 
different types of inorganic nanofillers have been incorporated 
into this polymer,5-8 with the aim of expanding its applications 
through the enhancement of mechanical strength9,10 without 
the loss of desirable physical properties.11-13 These characteristics 
have demonstrated to be very strongly dependent on the dis-
persion state of the nanoparticles in the polymer matrix.14,15 

Nowadays it is well established that the dispersion state of 
nanoparticles, within a polymer matrix, controls the physical 
and mechanical properties of the nanocomposite.16 Thus, benefi-
cial effects on mechanical and physical properties would be

improved when stable dispersion of nanoparticles (NPs) is
achieved without formation of the aggregates. 

The addition of inorganic nanoparticles in a polymer matrix
including Al2O3, SiO2, TiO2, etc., has attracted particular interest
in the development of advanced polymeric materials.17-19

However, the chemical dissimilarity between the inorganic
nanoparticle and polymer matrix makes it difficult to disperse
the nanoparticles homogeneously. This difficulty may be over-
come by surface modification of nanoparticles with organic
molecules which screen out particle-particle interactions pre-
venting the formation of aggregates.20,21 Surface modification
of nanoparticles can be as simple as the addition of short mole-
cules to shield the nanoparticle surface reducing the particle-
particle attractions, or through more complex methods based
on the grafting of long polymer chains to further optimize
the wettability with the matrix.22-24 Homopolymer grafted to
surface nanoparticles have been widely used to enhance disper-
sion and mixing into the polymer matrix by creating a chemical
compatible layer between the nanoparticle and the polymer
matrix.25-29 Besides, variations in graft density () and graft
chain length (N) provide different chain conformations of the
shell, which affects the dispersion/aggregation of nanoparti-
cles in the matrix.30

Sunday et al.31 developed a phase diagram to predict the
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was selected as the matrix. Concerning the inorganic nanopar-
ticle, -alumina was selected for both its known biocompati-
bility and its high strength.38,39 The grafted nanoparticles 
suspension stability was investigated by DLS on nanoparti-
cles without polymer matrix in a good solvent. Microscopy 
techniques such as Confocal Laser Scanning Microscope 
(CLSM) and Field Emission Scanning Electron Microscope 
(FE-SEM) were used to study the dispersion state of various 
loading of grafted nanoparticle within the PSU matrix. SEM 
microscopy was used to analyze the interfacial adhesion; it 
was also evaluated through glass transition (Tg) measure-
ments. It was found that the nanocomposites achieve well-
dispersed states and are more homogenous than bare alumina 
nanoparticle. These observations suggest that the incorpora-
tion of PSU-grafted -alumina nanoparticles at low loading 
should be a good way to improve the mechanical behavior 
of alumina/polysulfone nanocomposites.

Experimental

Materials. -Alumina nanoparticles were purchased from 
Sigma-Aldrich with a density of 3.29 g cm-3 measured by 
Helium picnometer, and specific surface area of 180 m2 g-1 

determined by N2 isothermal adsorption and desorption and 
analyzed by BET method (Micromeritics Gemini VII). The 
nanoparticles size was also estimated by X-ray diffraction 
(Supporting Information, Figure S1) with a X'Pert diffrac-
tometer (2θ range from 15o to 90o) from the broadening of one 
of the diffraction peak using the Scherrer's formula, showing a 
mean size of 7.47±0.07 nm. A commercial PSU (Sigma-
Aldrich) with Mn=16,000 g mol-1 and Mw=35,000 g mol-1 was 
used as matrix (named PSU16k). Two PSU with low and high 
molecular weight (short and long chains respectively) were 
used as grafting polymers as described below. A schematic 
representation of the whole procedure is shown in Figure 1. 
Experimental conditions for each step are described in the 
following paragraphs.

Vinyl Functionalized Alumina. In a first step the nanoparti-
cles were pre-functionalized with vinyltrimethoxysilane (VTMS)
(supplied by Sigma-Aldrich) in order to incorporate double 
bonds to the surface. The surface functionalization of γ-alu-

stability of polystyrene grafted silica nanoparticles in poly-
styrene matrices. It is based on the three parameters that 
govern the dispersion state,  and P/N, and shows a com-
plete wetting region with an allophobic dewetting transition 
at low  and an autophobic dewetting transition at high .32 

So, a complete wetting region can be reached for moderate
 for P/N1. In this work we use the “grafting to” method to 
graft PSU chains on the nanoparticle surface. This method 
provides lower graft densities33,34 than “grafting from” method, 
but according to the scaling criterion, an entropic attraction 
between grafted surfaces exists when ( N >(N/P)2) induc-
ing an autophobic dewetting of grafted nanoparticle within 
polymer melt.35 This is because when two grafted nanopar-
ticles with high  come close together the matrix chains are 
expelled from the interfacial region and consequently the 
dispersion gets worse. In order to facilitate matrix-grafted chains 
penetration, either  must be decreased, at the risk of insuf-
ficient particle-particle screening or a similar (or lower) molec-
ular weight matrix must be employed (P/N1). However, a 
polymer matrix with low molecular weight presents a low 
technological interest, thus in this work, to obtain a balance 
between particle-particle attraction and entropic repulsion, 
an intermediate grafting density has been used to overcome 
the “autophobic wetting”.31,36

We report on an interesting case where PSU grafted to g-
alumina nanoparticles are immersed in a melted PSU matrix. 
To our knowledge this is the first time that this system is 
under study, and it is also the first time a successful route for 
grafting PSU chains on alumina nanoparticles is reported. 
Previous attempts to improve the mechanical behavior of PSU 
were based on the chemisorption of some fatty acids over 
the surface of -alumina.5 It was found that the acids formed 
nanosized self-assembled structures which were the main 
reason for the improvement of mechanical properties of PSU, 
despite of absence of favorable nanoparticle-matrix interac-
tion. In the present work we introduce two beneficial effects 
to the dispersion state: i) a favorable enthalpic interaction 
with a favorable thermodynamic (Flory-Huggins) interaction 
parameter, ,35 because segments of both components, matrix 
and polymer grafts, do no present disparity; and ii) polymer 
grafted-nanoparticle introduces both steric repulsive forces 
to keep the nanoparticle separated and strong adhesion between 
nanoparticles and polymer matrix by entanglements between 
the chains of either.37

The surface modification process starts with the prepara-
tion of vinyl functionalized alumina nanoparticles; subsequently, 
azide terminated PSU chains (PSU-N3) are attached cova-
lently through a “click chemistry” reaction. Two PSU grafted-
alumina nanoparticles have been prepared: i) a low molecular 
weight PSU synthesized in this work (short chains) and ii) a 
commercial PSU with high molecular weight (long chains). 
Each type of PSU-grafted nanoparticle represents a different 
state of the phase diagram: short chains: P/N>>1, and long 
chains: P/N1. A commercial PSU of high molecular weight

 

Figure 1. Schematic representation of the synthesis procedure
for the preparation of PSU-grafted -alumina nanoparticle.
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mina nanoparticles with VTMS was performed following the 
protocol established by Gupta for silanes.29 Prior any treat-
ment, γ-alumina nanoparticles were dried at 150 oC in a vacuum 
oven for 2 h to remove adsorbed moisture from the surface. 
The silanization was performed by adding 6 ml of VTMS to 
the alumina suspension in dry toluene (1 wt%). The reaction 
mixture was held at 90 oC for 24 h under N2 atmosphere and 
then cooled to room temperature. The product was isolated 
by centrifugation for 5 min at 3,000 rpm and washed multiple 
times via a dispersion-centrifugation process in toluene, until 
no change in the weight loss (TGA) was observed to ensure 
no unreacted silane remained. Finally after multiple washings, 
supernatant was checked by FTIR and no characteristic sig-
nal of alkene group from unreacted VTSM was detected. The 
prepared vinyl-functionalized alumina was dried at 100 oC 
in a vacuum oven for 3 h before analysis.

Synthesis of PSU Short Chains. PSU of low molecular 
weight was synthesized according to the simple reaction 
reported by Dizman.40 Briefly, bisphenol A (20.0 g, 87.6 mmol), 
bis(p-chlorophenyl) sulfone (21.0 g, 73.1 mmol) and dried 
potassium carbonate, (12.7, 91.9 mmol g) (all purchased from 
Sigma-Aldrich) in appropriate ratios were added to 200 mL 
dimethyl acetamide/25 mL toluene mixture in a two necked 
round bottom flask equipped with stir bar and fitted with a 
condenser and a Dean and Stark trap. The reaction mixture 
was stirred for 6 h. at reflux under nitrogen atmosphere. After-
wards the reaction was stopped and cooled to room temperature 
and the solution was filtered to remove the salt. The resultant 
polymer was precipitated in a mixture of cold methanol/water 
(4/1). The product was washed several times with water and 
methanol and dried in a vacuum oven at 100 oC for about 12 h. 
A white polymer was obtained (25 g, 15%). The molecular 
weight was determined by SEC analysis performed on a Shi-
madzu LC-20AD pump with an UV-visible detector (Waters 
2487 dual k absorbance detector) and IR detector (Waters 2410 
differential refractometer). Tetrahydrofurane (THF) was used 
as eluent with a flow rate of 1 mL min-1 at 35 oC. The molecu-
lar weight was calculated with calibration relative to polystyrene 
standards: Mw=5,633 g mol-1 and Mn=2,295 g mol-1 with PDI= 
2.4. Tg by DSC was 126 oC for synthesized PSU. Those results 
are in agreement for PSU synthesized by Dizman with simi-
lar molecular weight.

Azide Terminated PSU (PSU-N3). The incorporation of 
azide end groups to both the low and high molecular weight 
PSU was done using the same chemical approach. It consisted 
in two steps: first, introduction of the chlorine end group using 
2-chloroethyl isocyanate and subsequent transformation of 
chlorine end group to azide end group using sodium azide. 
One of the two -OH terminal groups of PSU was intention-
ally protected by a condensation reaction with 4-chlorophenyl 
phenylsulfone (purchased from Sigma-Aldrich).The experi-
mental procedure and reaction conditions were similar to 
that used in the synthesis of PSU, explained before; starting 
now from OH terminated PSU and the corresponding mono-

 

chlorine reactive to cap one -OH terminal group of PSU, the
reaction was carried out for the two PSU, and the amounts used
were: 4 g of PSU (0.25 mmol and 1.66 mmol for PSU16k
and PSU 2.4k respectively), the stoichiometric amount of
4-chlorophenyl phenylsulfone for a 1:1 molar ratio (0.065 g
or 0.42 g, for the reaction with PSU16k and PSU2.4k, respec-
tively), and dried potassium carbonate, (1 g, 7.2 mmol) in
100 mL dimethyl acetamide/25 mL toluene mixture. The other
OH end group was left unreacted for enabling its chlorina-
tion followed by azidation. In a typical reaction, PSU16k (13 g)
was dissolved in 100 mL anhydrous DMF in a Schlenk equipped
with a magnetic stir bar at room temperature under nitrogen
atmosphere. 2-Chloroethyl isocyanate was next added in excess
(2:1) and the mixture was stirred for 24 h. The reaction mix-
ture was poured afterwards into cold methanol to coagulate
the product. The product was filtered, washed with additional
methanol/water, and dried under vacuum. The success of the
reaction was checked by the presence of urethane groups by
FTIR for low molecular weight PSU and FTIR-ATR for the
higher molecular weight PSU.

Azidation of PSU was done as follows: 10 g of chlorine
terminated PSU was dissolved in DMF in a round-bottom flask
equipped with a magnetic stir and an excess of sodium azide
was added in a 1:10 molar ratio of PSU chain/NaN3). The mix-
ture was stirred for 24 h at 60 oC. Afterwards the reaction
mixture was poured into cold methanol/water mixture to coagu-
late the product. The product was filtered, washed with addi-
tional methanol/water, and dried under vacuum. In this step
the success of the reactions was confirmed by FTIR.

Grafting PSU onto Alumina by Azide/Alkene Cycloaddi-
tion Reaction. PSU chains were grafted onto -alumina
nanoparticles by an azide/alkene reaction: 1,3 dipolar cyclo-
addition of azide terminated PSU (PSU-N3) to the C=C double
bond inserted on the surface of the nanoparticle. forming the
corresponding triazoline.41 The procedure was as follows: 9 g
of double bond-functionalized alumina particles (taking into
account a graft density of 0.69 mole/nm2, it corresponds to
1.86 mmol of vinyl functionalities grafted onto alumina nanoparti-
cles) were well dispersed in 50 mL of N-methyl-2-pyrrolidone
(NMP) (purchased from Sigma-Aldrich). Then a solution of
3.72 mmol of PSU-N3 in 250 mL of NMP was added, resulting
in a 1:2 vinyl/PSU-N3 molar ratio. The reaction mixture was
stirred at 160 oC for 72 h under nitrogen atmosphere. After
reaction time, the slurry mixture was centrifuged and washed
several times with NMP to eliminate the unreacted N3-PSU.

Nanocomposite Fabrication. These PSU grafted nanoparti-
cles (denoted as PSU2.4k_Al2O3 and PSU16k_Al2O3) were
incorporated into a matrix polymer (PSU16k, Mn=16,000
gmol-1) by melt compounding at 2, 5, and 10% (wt/wt) load-
ings and a subsequent injection process.

The PSU matrix (PSU16k) and the nanoparticles (bare -
alumina or grafted -alumina) were mixed in a Haake Minilab
micro compounder with two coextruded rotors at a processing
temperature of 360 oC, recirculation time 10 min and screw

3



rotating speed 150 rpm. The extruded pellets of neat PSU16k 
and each nanocomposite set of the different compositions were 
molded using a Battenfeld Microsystem 50 micro holding 
machine to obtain miniature dog-bones specimens (16×3×1) 
and circular specimens (d=7 mm, t=0,45 mm). Molding condi-
tions were: mold temperature 135 oC, Injection temperature 
and pressure 345 oC and 500 bar respectively, cycle time: 20 s. 
Before testing all specimens were kept at 150 oC for 1 h to 
remove residual stresses. 

The following abbreviations are used in this paper: PSU/
xAl2O3where x can be 2, 5 or 10, and represent the wt% -
alumina loading. PSU/PSU2.4k_xAl2O3 and PSU/PSU16k_x-
Al2O3 for grafted alumina systems for the nanocomposites 
containing PSU2.4k grafted (short chains) and PSU16k 
grafted (long chains) -alumina nano reinforcement, at the 
same amount (with x=2, 5, or 10).

Characterization. The as-received g-alumina (bare alumina) 
and modified nanoparticles (VTMS-alumina and PSU grafted 
alumina) were characterized by thermogravimetric analysis 
(TGA) using a Perkin Elmer STA 6000: heating scans at 10 oC 
min-1 from 50 oC to 900 oC in a flow of air (40 mL min-1). Before 
measurements, nanoparticles were dried in vacuum oven at 
150 oC for 12 h. Fourier transform infrared spectroscopy (FTIR) 
of modified alumina were performed using a Perkin Elmer 
Spectrum GX-2000 spectrometer with a resolution of 1 cm-1

in a scale range of 4000-400 cm-1. The bare g-alumina and mod-
ified alumina samples were diluted in dried KBr and pressed 
in pellet. FT-Raman measurements were also performed for 
PSU grafted nanoparticles using a Bruker (D) FRA-106/S com-
ponent attached to an EQUINOX 55 spectrometer. Spectra 
shown here are an average of 100 scans at 4 cm-1 resolution.

Cryogenic fracture surfaces were inspected by SEM (Phillips 
XL30 scanning electron microscope) to observe the final micro-
structure in the nanocomposite. Samples were prepared by 
submerging them in liquid N2, breaking it, and sputter-coat-
ing it with gold before analysis to prevent charging.

Confocal Laser Scanning Microscope (CLSM) observation 
of the nanocomposite was made on an inverted microscopy 
(LSM 5 PASCAL, Carl Zeiss, Germany) with a 458 nm Ar laser 
in reflection mode. Observation was made on injection molded 
circular specimens (d=7 mm, t=0.45 mm). FESEM micros-
copy (FEI Nova NANOSEM 230) was also used to observe 
the samples investigated by CLSM. Glass transition tem-
peratures (Tg) of PSU and its nanocomposites were determi-
nated by DSC (Mettler Toledo 822): 5-10 mg of the samples 
were hermetically sealed in aluminum pans and measured in 
the range 25-225 oC at 10 oC min-1under 10 mL min-1 N2; Tg val-
ues were obtained from the inflection points of the DSC curves 
in the second heating scan after erasing the thermal history.

Results and Discussion

Synthesis of Grafted Nanoparticles.
Vinyl Functionalized Alumina: FTIR and Raman spec-

troscopy were used to confirm the presence of the double bond
group on alumina surface. The FTIR spectra of both bare and
modified g-alumina are shown in Figure 2. The broad peak
above 3200 cm-1 corresponds to the stretching mode of OH
bonded to Al (Al-OH). The frequency at 1050 cm-1 is related to
the symmetrical bending vibrations of hydrogen bands, and
below 1000 cm-1 corresponds to Al-O vibration modes. The peak
at 1634 cm-1 is due to the -OH bending vibration of adsorbed
water. All of these are characteristic peaks of alumina widely
reported in the literature.42,43 The dried vinyl functionalized
nanoparticles show absorbance bands of both, bare alumina
and VTMS. The peaks at 3026 cm-1 and 3061 cm-1 are assigned
to C-H stretching and CH2 asymmetric stretching for the
CH=CH2 group, respectively.29,44 The peak at 2849 cm-1 has
been also assigned to stretching vibrations of the vinyl group.44

The peak observed at 1601 cm-1 is characteristic of vinyl vibra-
tions for the Si-CH=CH2 group. Finally the appearance of a
peak at 1411 cm-1, assigned to the in-plane deformation of =CH2

confirms the presence of VTMS moiety. In this work, we will
focus our attention on characteristic bands of vinyl groups
such as C=C stretching vibrations at 1601 cm-1 and the peak at
1411 cm-1 which provide us sufficient information about this
functional group.

The Raman (also shown in Figure 2) spectrum, also sup-
ports the FTIR results, as the peak observed at 3063 cm-1 is
characteristic of the CH2 asymmetric stretching for the CH=CH2

group. Also we can observe peaks reported for VTMS such
as 2977, 1597, 1408, and 1273 cm-1 assigned to symmetric
stretching (=CH2), stretching (C=C) in-plane deformation
(=CH2) and in plane deformation (=CH) respectively.45

Synthesis of Azide-Terminated Polysulfone (PSU-N3).
The transformation of the -OH end-group of PSU into azide
group was evaluated by FTIR. The first step for the azidation
process involves the chloration of the OH terminal group of
PSU chains. 2-Chloroethyl isocyanate was used for this pur-
pose. The isocyanate groups can easily react with -OH con-

Figure 2. FTIR and FT-Raman spectra of the bare alumina (dot-
ted line) and the vinyl functionalized nanoparticles (solid line).
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taining compounds as it was demonstrated by Li42 in the 
modification of alumina nanoparticles with 4,4′-methylene-
bis(phenyl isocyanate) (MDI), even its ability to react with 
phenolic groups is also reported.46 After that, the terminal 
chlorine group was replaced by an azide group through nuc-
leophilic substitution. FTIR spectrum was used to confirm 
this reaction, showing the changes in the absorbing frequen-
cies of the PSU and PSU-N3. The successful attachment of 
azide terminal group was evidenced by the presence of the 
characteristic peak of C=O from urethane group and N=N 
from azide group. Both characteristic signals appear in the 
spectrum at very low intensity, and although FTIR was chosen 
because it is a highly sensitive technique which is able to 
examine molecules that are attached at very low concentra-
tions, the characteristics peaks of the product of the reaction 
were of a too small intensity to carry out a quantitative analysis. 
The peak at 2120 cm-1 assigned to N=N asymmetric stretch-
ing,47 as well as the vibrational bands at 1675 cm-1 assigned 
to the C=O urethane stretching can be used to confirm the 
terminal azide functionalization. (FTIR included in Figure 
S2). For higher molecular weight PSU (PUS16k) character-
istics signals in FTIR spectra are even less intense (not shown) 
because of the greater ratio monomer/terminal group.

Grafting PSU on -Alumina Nanoparticles. 1,3 Dipolar 
cycloaddition azide/alkene type methodology was used to 
graft PSU on -alumina nanoparticles surface. At this point 
we must clarify that double bonds like vinyl group are toler-
ated to a certain extent, given that they are not electronically 
activated, since there is no substituent on the C=C double 
bond to accelerate the reaction.48 It is well known that the 
reaction with electron-withdrawing substituents on the azide 
group is also applicable for rate-accelerating azide/alkene 
type reaction.49 Nevertheless, it has been reported that azide 
groups form triazoline compound reacting with vinyl bond 
at elevated temperature (higher than 80 oC).50 Hence, it is 
possible to obtain adequate yields of triazoline compound if 
the temperature and time of the reaction are optimized, i.e., 
at 180 oC and 72 h. The grafted PSU nanoparticles were 
characterized by FTIR and TGA for the two polysulfone chains 
used in this work. The FTIR spectrum of VTMS-alumina and 
PSU grafted alumina are presented in Figure S3 of SI, where 
it can be clearly observed that the characteristic bands do not 
appear in bare alumina. We confirmed the grafting of the PSU 
chains by the decrease of the peaks at 1410 cm-1 and 1602 cm-1 

assigned to -C=C- when the grafting reaction takes place. 
After grafting process the obtained product contains the 

triazoline group.48 However, in most cases triazolines are unsta-
ble and decompose to form an aziridine or mostly an imine 
structure. This fact can be confirmed by the presence of a new 
peak about 1652 cm-1 assigned to imine -C=N stretching.51 

However, this band overlaps with bare alumina surface -OH 
bending at 1634 cm-1 as it can be clearly observed in Figure 3. 
To ascertain the presence of imine groups the intensity of 
the two characteristic -OH bands at 3450 cm-1 (stretching) and

 

1634 cm-1 (bending) was compared: I1634/I3450 was 0.27 for bare
alumina while I1652/I3450 increased to 0.47 and 0.51 for PSU16k
and PSU2.4k respectively. This finding confirms the presence
of imine groups on the surface of alumina.

TGA Analysis. Quantification of the vinyl group content
on the alumina surface is essential to control the subsequent
polymer grafting; this is commonly performed by TGA analy-
sis. However, instead of monolayer, trimethoxy silanes may
form multiple layers depending on the reaction conditions;
consequently, TGA must be complemented with dynamic light
scattering (DLS) measurements in order to obtain the hydrody-
namic volume and to estimate the thickness of the layer
formed during silanization. TGA curve (see Figure S4 of SI)
shows the weight loss of the alumina nanoparticles when
heated to 900 oC. The observed weight loss below 100 oC was
attributed to the loss of water. A further weight decrease in
modified nanoparticles is related to organic group decom-

Figure 3. FTIR spectra of bare alumina, PSU2.4k and PSU16k
grafted alumina nanoparticle.

Figure 4. TGA curves for bare alumina and functionalized alu-
mina with VTMS and PSU grafted alumina nanoparticles (flow
of air 40 mL min-1).
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position and Al-OH group dehydroxylation. According to
TGA experimental data, bare g-alumina particles showed a
weight loss of 5 wt% and VTMS-Al2O3 a weight loss of 8 wt%.
Here, we used the same procedure used by Ash et al.52 to
calculate the amount of silane on the surface, and a value of
0.69 molecules per nm-2 was obtained; this value agrees with
other reported surface modification processes for silica/tri-
methoxysilane such as trimethoxy mercaptopropylsilane where
it was demonstrated that a trialkoxysilane molecule, on the
average, reacts with two OH groups on the alumina surface.53

Assuming a maximum quantity of 4 -OH groups nm-2, our
result indicates that about 65% of the surface -OH groups
are reacted with VTMS forming a silane monolayer.54 

TGA curves for PSU2.4k_Al2O3 and PSU16k_Al2O3 are pre-
sented in Figure 4 and show an increased weight loss due to
the decomposition of the grafted PSU chains, indicating success-
ful attachment via alkene-azide cycloaddition in both cases.
Calculated graft density using the organic weight loss Δm1

and Δm2 (see Figure 4) indicate that not all the vinyl groups
were reacted because the graft densities obtained are less
than the density obtained for the silane grafting, being 0.069
chains nm-2 and 0.015 chains nm-2 PSU2.4k and PSU16k
respectively. These values are in agreement with the reported
range for the "grafting to" method where an interval of 0.001-
0.05 chains nm-2 corresponds to a "moderate density" for which
it is possible complete wetting55 as it will be discussed below.

Polymer Grafted Configuration. The majority of exper-
imental and theoretical studies on the chain configuration of
polymers grafted to surfaces have been carried out with polysty-
rene (PS, SiO2), poly(dimethylsiloxane) and to a lesser extent
with polymers such as poly (methyl methacrylate) (PMMA,
Fe3O4, TiO2) or 1,4-polyisoprene (PI, SiO2).31,36,56-60 The first
study utilizing PSU grafted to an inorganic nanoparticle is
the present work. 

The conformation of polymers end-grafted to the surface
of a nanoparticle dramatically changes with graft density and
molecular weight.56,58,61 At low graft densities the chains are
arranged in the shape of a mushroom, and the distance between
grafting points is higher than the height reached by the chain
(h). On the contrary, high graft density causes chain stretching,
so h reaches values greater than the distance between grafting
points. “Moderate densities” achieve an intermediate situation.
From the graft densities calculated above and assuming Gauss-
ian behavior, a mushroom-like conformation may be realistic
for both PSU grafts (short and long chains). Thus, the con-

formation that the chain should adopt a priori will be similar
to a random coil in a bulk melt with a height twice the radius of
gyration (h  2 Rg) because each chain does not interact with
adjacent chains. For a random coil conformation, the radius
of gyration is given by Rg=a(N/6)1/2.62 Where N is the num-
ber of statistical elements (N=M/mn), with mn=111 for PSU,
and a is their length (for PSU it is 0.5 nm).63 With these data,
assuming Gaussian grafts and following the same reasoning
as Schulz and Horbach,64 calculated Rg values are 0.9 and
2.4 nm for PSU2.4k and PSU16k, respectively.

Due to the low graft density, the volume fraction of poly-
mer chains on the surface is still low; therefore, the elastic
free energy is approximately Gaussian. Tchoul65 and Henn66

reported an expression to calculate the average distance
between grafting sites (Dgs) in nm as a function of graft den-
sity (), Dgs=1/ . With this expression we have calculated
a distance of 3.8 nm and 8.2 nm for short and long PSU grafts
respectively. Table I summarizes calculated parameters used
to understand the regime of the PSU grafted chains. In addi-
tion to graft density, the height (h) depends on the chain length
and the curvature of the nanoparticles as Dukes56 reports. In
both cases, Rg adopts a lower value than the distance between
grafting sites (Dgs). This means neighboring grafted chains
could not overlap with each other. However it is well known
that the structure of polymers end-grafted to a solid surface
differs from the corresponding free chains, their conforma-
tion changes drastically.62 According to results, in either of
the two types of grafts the polymer layer is not crowded i.e.
the chains are not constrained and are not forced to stretch
away from the surface to form a “polymer brush”. However,
the molecular weight for the large graft (PSU16k_Al2O3) is
sufficiently large and equal to that of the matrix, and in a
good solvent or in the melt the grafted chains should adopt a
conformation suitable to entangle with the matrix free chains.
Therefore, partial wetting from matrix chains is expected for
PSU16k sample. For sample PSU2.4k, it may not be possi-
ble to form entanglements with the matrix free chains due to
the shorter length of the grafts.

The grafting PSU layer thickness (h) has been also esti-
mated from DLS measurements of the average hydrodynamic
diameter (dh) in NMP solvent for the two functionalized particles
and the corresponding size of bare alumina (aqueous dispersion
at pH=3). Layer height was calculated as hDLS=(dh-dh,alum)/2,
where dh,alum is the corresponding diameter for pure alumina
without functionalization. Results are presented in Table I



Table I. Number of Statistical Segments, N, Graft Density, , Distance Between Grafting Sites, Dgs, Estimated Radius of Gyration, Rg,
Hydrodynamic Diameter, dDLS, and Calculated Height from DLS Measurements, hDLS, for the Short and Long PSU Grafts

Sample N σ (nm-2) Dgs (nm) Rg (nm) dDLS (nm) (PDI)a hDLS (nm)

Al2O3 - - - - 108 (0.3) -

PSU2.4k_Al2O3 21 0.069 3.8 0.9 121 (0.22) 6.5

PSU16k_Al2O3 144 0.015 8.2 2.4 137 (0.28) 14.5
aPDI=Polydispersity index. 
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where it can be clearly observed that hDLS is larger than 2Rg

for the two grafts. It seems therefore that chains are stressed
away from the surface and this behavior can be attributed to
coil expansion due to the good solvent quality of NMP. 

Hasegawa et al. showed experimentally that in an encoun-
ter of two proximate particles bearing a graft density above
a certain critical value (c) interface disappears decreasing
the free energy.67 As a consequence an attractive force between
the particles appears inducing aggregation. Using the same
expression that Hasegawa proposed to estimate the critical
graft density (c N--), the obtained values were 0.87
nm-2 and 0.33 nm-2 for PSU2.4k and PSU16k, respectively,
well above the data obtained in this work. Therefore, as a first
approximation, it seems reasonable to predict an enhance-
ment effect in the dispersion state of the two systems stud-
ied here although, in general, the critical graft density will
depend on other variables (solvent quality and matrix molecu-
lar weight).68

Dispersion State of PSU Grafted Al2O3 in PSU Matrix.
Often transparency and mechanical properties of polymer
reinforcement by inorganic nanoparticle are determined by the
dispersion state. In order to examine the -alumina nanopar-
ticle dispersion within the PSU matrix, morphology and
microstructure of the nanocomposites were examined using
SEM, FE-SEM microscopy and Confocal Laser Scanning
Microscopy (CLSM) in reflection mode. The micrographs
were taken from the samples obtained from injection molding
of polymer and nanoparticle mixtures. 

Fracture surfaces of the PSU and its nanocomposites at
2% wt loading were examined by SEM and are shown in
Figure 5. SEM micrograph of neat PSU (Figure 5(a)) shows
a smooth surface characteristic of ductile materials, while

by adding bare alumina surface irregularities are observed
throughout whole sample, attributed to interface broken during
the fracture process (Figure 5(b)). It would be expected since
any particle, could act as a discontinuity, hence as a source
of stress concentrations during fracture creating a weak and
brittle materials. These results demonstrate not only the insuffi-
ciently interfacial interaction between the nanoparticles and
the PSU matrix, but also the poor toughening capability of
the nanocomposite. However, different morphologies were
obtained in the case of nanocomposites with PSU grafted alu-
mina (Figure 5(c)-(d)), where particles appear to be uniformly
dispersed and surrounded by plastically deformed polymer
in a cavity around 1 micron of size, in a similar way that found
it in our previous work using fatty modified alumina as
nanoreinforcement in a PSU matrix.5 However in this case,
connectivity with the matrix for both grafted nanoparticle is
observed, and even more for the large grafted nanoparticle

Figure 5. SEM images of the nanocomposite, where (a) shows 
PSU; (b) shows nanocomposite with bare alumina at 2%; (c) and (d) 
show nanocomposites with PSU grafted alumina with PSU2.4k 
at 2 wt% and PSU16k at 2 wt%, respectively.

 

Figure 6. CLSM images of the nanocomposite with black back-
ground consisting of PSU matrix and bright areas assigned to
alumina aggregates. (a) Nanocomposite with bare alumina at 5%;
(b) nanocomposite with PSU2.4k_Al2O3 at 2 wt%; (c) nanocom-
posite with PSU16k_Al2O3 at 5 wt%; (d) FE-SEM image for the
same nanocomposite and same surface as the sample used in (c).
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(PSU16k_Al2O3). An enhancement in the interfacial adhe-
sion it seems achieved during melt mixing and maintained
after cooling. These new interactions contribute to the increase
of the entanglement density of the matrix and consequently
an increasing of ductility of the material is expected.

In order to examine the -alumina nanoparticle dispersion
within the PSU matrix the surface of injection molded specimens
was examined using FE-SEM microscopy and CLSM. In
Figure 6 we present these images for nanocomposites with
bare Al2O3 and with PSU2.4k_Al2O3 and PSU16k_Al2O3 at
2 and 5 wt% loading. It can be observed that CLSM images
present higher sharpness and contrast than conventional optical
images due to the high reflectivity of alumina. The differences
between modified and bare alumina are clearly detected. Bare
alumina system presents large agglomerates while PSU grafted
alumina exhibit a marked improvement on the dispersion
state, characterized by a much smaller aggregate size and uni-
form distribution. Results of image analysis are presented in
Table II and Figure 6, in which the distribution of aggregate
size is presented for some selected compositions; it must be
noticed that particles below the optical resolution limit of
the confocal microscope (290 nm) cannot be detected. It can
be clearly observed a reduction in aggregate average size
and also in the maximum aggregate size for modified alumina
nanocomposites. Numerical data are presented in Table II in
which it can be observed an eight fold reduction in agglom-
erate size. However, no major differences have been found
in the dispersion state for each type of grafting irrespective
of the loading. A representative FE-SEM image is presented
in Figure 6(d) for PSU16k at 5 wt% loading, where it can be
also observed that alumina nanoparticles form agglomerates
but they are homogeneously dispersed in the polymer matrix
and their sizes are estimated to be about 1 micron. Although
there is no evidence of isolated nanoparticles, CLSM and
FE-SEM micrographs indicate that the distance between
aggregates is much larger than their diameter. 

Considering the moderate or low graft density obtained
here and the matrix chain length/graft chain length ratio (P/N),
our system is close to the boundary allophobic/complete wet-
ting regions as defined in the wetting map for nanoparticle
stability in polymer melts predicted by Green et al., Sunday

et al. and also used by Akcora et al.24,31,36 As indicated by the
wetting map the short PSU grafts with a moderate graft den-
sity (0.069 chain nm-2) could be within the well-dispersed
region, but the entropic penalty for the matrix to penetrate
the brush would make impossible to achieve complete wetting.
This usually occurs for moderate or low grafted layers
(N1/21/2<1) provided that P is large enough. On the contrary,
PSU16k_Al2O3 with lower graft density (0.015 chain nm-2)
should be closer to the well-dispersed region because N=P.
Nevertheless from confocal images the reality is that both
PSU2.4k and PSU16k grafted nanoparticles behave in a similar
way: micro-sized aggregates are formed in both cases although
a clear improvement in the dispersion state is obtained com-
pared to bare alumina. 

To reach the same dispersion state for both grafts being so
different their  and N values may seem a priori incongru-
ous. However, this behavior is because the dispersion state
is governed by a balance between enthalpic attraction between
alumina cores and entropic effects related with steric hindrance.
Thus, matrix chain partial penetration or wetting takes place
for longer PSU grafts even at low grafting density, making it
more compatible with the matrix. For shorter grafts, although
the length chain is not sufficient, the graft density seems high
enough to screen partially the filler core/core van der Waals
attractions. 

Furthermore, it is also reported that polydispersity of the
grafted polymer improves the penetration of matrix chains
into the grafted layer of the nanoparticle.69 This is because
increasing polydispersity relieves the higher monomer crowd-
ing in the grafted layer implying higher accessibility by the
matrix chains. Both, the PSU matrix and the PSU grafts used
here are polydisperse, which helps the stabilization of the
nanoparticles in the polymer matrix.

However, the theoretical approach to the stability of grafted
nanoparticles in homopolymer matrices has been developed
for flexible polymers such as polystyrene or polysiloxane.31,36

Although conformational parameters of polysulfone corre-
spond to a flexible polymer (small values of steric hindrance
and Flory’s characteristic ratio C=2).63,70 We postulate the
intrinsic nature of the monomer of PSU forces the chain into
a more stretched conformation than for example polystyrene
chains with the same molecular weight. The result is greater
facility of matrix free chains to penetrate into the grafted layer.

Glass Transition Temperature. The glass transition tem-
perature (Tg) is considered an important property of a poly-
mer nanocomposite. It is usually affected by the dispersion
state of the nanofiller in the matrix, the specific details of surface
modification or the conformation of the polymer graft on
the surface nanoparticle.16 It has been reported that the addi-
tion of polymer grafted nanoparticles to polymer matrix
results in either an increase or a decrease in the Tg regardless
of whether the polymers used for matrix and graft are the
same or not.35 Figure 7 shows the DSC curves of PSU and
nanocomposites at 5% loading of bare and grafted -alu-

Table II. Aggregate Average Size for Bare and Modified Alumina
Nanocomposites

System Composition
(wt%)

Average Size
(microns)

PSU/2Al2O3 2 5  9

PSU/PSU2.4k_2Al2O3 2 1.3  1

PSU/PSU16k_2Al2O3 2 1.3  0.8

PSU/5Al2O3 5 7.7  9

PSU/PSU2.4k_2Al2O3 5 1.2  1.3

PSU/PSU16k_2Al2O3 5 1.3 0.8
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patibility.
Morphologies from CLSM and FE-SEM reveal similar state 

of dispersion for the two types of nanoparticles, with a clear 
improvement in the particle size compared to bare alumina. 
Improvement for particles grafted with short chains, and higher 
graft density, is associated to the screening of core-core attrac-
tion. For the particles grafted with the longer chains, and lower 
graft density, the improvement may be associated to matrix 
chains wetting. These results suggest that the larger PSU chains 
have been able to entangle with the matrix during the melt 
processing and, consequently, their mechanical behavior should 
be also improved. This effect will be discussed in a future 
paper.
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