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Abstract: This paper reports on the synthesis of Ce-doped ZnO (CZO) nanoparticles (NPs) by an
alternative polyol method at low temperature. The method, facile and rapid, uses acetate-based
precursors, ethylene glycol as solvent, and polyvinylpyrrolidone as capping agent. The effects of
the Ce-doping concentration (ranging from 0 to 8.24 atomic%) on the structural, morphological,
compositional, optical, luminescence, and photocatalytic properties of the NPs were investigated by
several techniques. The structural findings confirmed that the CZO NPs have a typical hexagonal
wurtzite-type structure with a preferred orientation along the (101) plane. The results obtained
by Field Emission Scanning Electron Microscopy (FESEM) and Transmission Electron Microscopy
(TEM) revealed that the NPs size decreased (from ~30 to ~16 nm) with an increase in the Ce-doping
concentration. Energy Dispersive X-Ray Spectroscopy (EDS) and High Resolution Transmission
Microscopy (HRTEM) results confirmed the incorporation of Ce ions into the ZnO lattice. Ce-doping
influences the photoluminescence (PL) emission compared to that of pure ZnO. The PL emission is
related to the presence of different kinds of defects, which could take part in charge transfer and/or
trapping mechanisms, hence playing an essential role in the photocatalytic activity (PCA). In fact,
in this work we report an enhancement of PCA as a consequence of Ce-doping. In this sense, the
best results were obtained for samples doped with 3.24 atomic%, that exhibited a photocatalytic
degradation efficiency close to 99% after 60 min ultraviolet (UV) illumination, thus confirming the
viability of Ce-doping for environmental applications.
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1. Introduction
In recent years, considerable attention has been paid to the eradication of hazardous
substances from wastewater, especially organic pollutants. The photocatalytic reaction has
been explored and has turned out to be a desirable method to degrade pollutants in an
environmental and economical way [1–3].
Semiconductor materials including ZnO [1], TiO2 [2], Nb2 O5 [4], WO3 [5], Bi2 O3 [6],
are promising candidates for appropriate photocatalysts to decompose organic pollutants.
Among them, ZnO is a significant semiconductor photocatalyst owing to its wide direct
band gap (3.37 eV) with large exciton binding energy of 60 meV at room temperature
(RT) [1]. Although the ZnO system presents two crystalline structures, the hexagonal
wurtzite and the cubic zinc blende, the wurtzite is by far the most stable structure and
hence the most frequently found. Due to its unique properties, such as high chemical
and mechanical stability, excellent optical and electrical response, excellent eco-friendly
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behavior, low-cost synthesis, and abundance in nature, ZnO based photocatalysts have
been extensively studied [1,3,7]. So far, numerous efforts have been realized to improve
the photocatalytic activity of ZnO by adjusting the particle size, morphology, orientation,
optoelectronic properties as well as other means [1,8,9].
However, the low quantum efficiency yield and the low sensitivity to visible light
limit their practical application at present. To overcome these limitations, doping with
rare-earth (RE) ions is an effective way to modify the photocatalytic performance of metal
oxide semiconductor materials. The RE ions with a 4f electron configuration are known
for their ability to trap electrons, which can effectively decrease the recombination rate
of photogenerated electron-hole pairs mainly involved in the reactions leading to the
elimination of organic pollutants in wastewater. Generally, these dopants (La3+ , Eu3+ ,
Gd3+ , Dy3+ , Ho3+ , and Ce3+ ) are introduced into the ZnO matrix, occupying substitution or
interstitial sites [10,11]. Among them, Ce seems to be one of the most suitable candidates
for enhancing the photocatalytic properties of the ZnO system [12–16].
Such prospects have led to extensive studies of many aspects of Ce-doped ZnO
(CZO), motivated by the interest in generating new and unique technologies for manufacturing high-quality doped nanomaterials to obtain enhanced catalysts. Due to the
attractive properties and potential applications of CZO nanoparticles (NPs), a variety of
preparation techniques have been reported, notable examples include, the electrospinning
method [12], sonochemical synthesis [13], microwave-assisted synthesis [14], the combustion method [15], the vapor-solid method [16], the sol-gel method [17–19], the magnetron
sputtering method [20], and many others [21–24]. However, most of the reported methods
are time-consuming, require complicated equipment with expensive chemical precursors,
and operate only under particular and controlled reaction conditions such as pH, growth
time, concentration, atmosphere, etc. Thus, additional effort is still needed to develop a
convenient, cheap and effective method to synthesize lanthanide-doped ZnO nanomaterials with the best crystal quality attainable. Compared with other reported methods, the
polyol-mediated process is easy to perform and requires neither multi-sequential steps nor
sophisticated equipment [25,26].
In this work, we present a unique polyol-mediated synthesis method to prepare
CZO NPs with different doping concentrations. The effects of doping concentration on
the structural, morphological, compositional, optical, luminescent, and photocatalytic
properties are investigated in detail.
2. Results and Discussion
Several samples with increasing Ce content, nominally ranging from 0.62 to 8.24 at%
were investigated. Figure 1a shows the XRD patterns of the synthesized pure ZnO and
Ce-doped ZnO (CZO) samples. It can be seen that the ZnO hexagonal wurtzite-type lattice
structure (space group P63mc of dihexagonal pyramidal class, Joint Committee on Powder
Diffraction Standards, JCPDS Card no. 89-1397) is the only identified phase in all the CZO
samples with different doping contents. This may indicate that the crystal structure has
not changed with the incorporation of Ce in the samples, suggesting that Ce ions have
been uniformly substituted into the crystal lattice of the ZnO host. For the three most
heavily doped samples a very broad and weak bump can be observed for angles below 30◦
that could correspond to the diffraction peak reported by Cerrato et al. and associated to
CeO2 [27,28]. Figure 1b shows a zoom of the three more intense peaks in the XRD patterns.
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Figure 1. (a) XRD patterns of the set of pure ZnO and Ce-doped ZnO (CZO) samples. (*) ZnO. (b)
Zoom of the XRD patterns obtained for the undoped and doped samples. The Bragg’s angles shift
slightly to higher values (2θ) for the (100), (002), and (101) planes from ZnO pure to a nominal Ce
content of 3.24 atomic %.

A very slight shift in the peak position is observed as shown in Figure 1b for instance
for the (002) peak. For the lowest Ce contents, the peak shifts toward lower angles which
would correspond with a lattice expansion due to Ce incorporation. The ionic radii of
Ce3+ (1.03 Å) and Ce4+ (0.97 Å) are much larger than that of Zn2+ ion (0.74 Å), however
for the higher Ce contents, the increase in ionic radii does not reflect on an increase in the
lattice parameters. The changes in defect structure needed to accommodate the charge
imbalance could compensate the otherwise expected increase of the cell volume. This fact
would be in agreement with the increase in the width of the diffraction peaks observed
for the samples with Ce nominal content from 4.24 to 8.24 atomic%, as shown in Figure 2a
for the three main diffraction peaks (shown in Figure 1b). The variation of the full-width
half-maximum (FWHM) with the Ce content could indicate that Ce-doping decreased
the crystalline quality due to a decrease either of the crystallite size (CS) or to the major
presence of point and disorder defects.
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Figure 2. (a) Estimation of full-width half-maximum (FWHM) (o ) for pure ZnO and CZO samples considering the most
important diffraction peaks. (b) Estimation of diffraction peak shift of pure and Ce-doped ZnO. All the Ce contents indicated
are nominal.

The average CS for all the synthesized samples was estimated from the FWHM of
the (100), (002), and (101) diffraction peaks using Scherrer’s formula. The calculated data
and the error in the weighted mean are presented in Figure 3. The estimated CS shows
a variation with the Ce content decreasing with the Ce nominal composition, except for
the Ce- doped ZnO (3.24 atomic%) sample, with a pronounced increase of CS. Higher
concentrations of Ce could produce the accumulation of Ce atoms in or near the boundary
of ZnO NPs, resulting in a decreased diffusion rate, which prevents the growth of NPs,
so that the CS decreases gradually. This phenomenon has also been observed in other
studies [17,18]. Based on XRD data, the lattice parameters have been calculated from
1/d(hkl)2 = [(h2 + k2 + hk)/a2 ] + l2 /c2 , where dhkl is the inter-planar distance, (hkl) are the
Miller indexes and ‘a’ and ‘c’ are lattice constants. The calculated values of ‘a’ and ‘c’ for
undoped ZnO are 3.247(1) and 5.195(9) Å. As expected from the slight shift observed in the
peak positions, no relevant differences on lattice parameters have been found (Figure 4).
FESEM images have been recorded to study the morphology of the NPs (Figure 5). The
FESEM micrograph of the pure ZnO sample shows spherical-equiaxial particles (Figure 5a),
while CZO samples consist of a mixture of relatively spherical-equiaxial and rice-grain
shaped particles (Figure 5b–d). Generally, a high density of non-agglomerated particles
appears in all samples. The sizes of CZO particles are about 30.6 ± 5.7, 25.7 ± 5.6, 25.1 ± 4.1,
17.2 ± 4.2, 16.1 ± 3.1, 14.4 ± 3.5 and 12.8 ± 3.3 nm for 0, 2.02, 3.24, 4.24, 6.24, and 8.24
atomic%, respectively. The sample with the 3.24 atomic% content (Figure 5c) shows
similar morphologies to those for the samples with 8.24 atomic% Ce, however, as it can be
seen in Figure 5d, smaller spherical particle sizes are obtained when the highest doping
concentration is used.
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Figure 3. Calculated crystallite size (CS) (in angstrom) by Scherrer’s Formula for pure and Ce-doped
ZnO samples taking into account the three most important diffraction peaks. All the Ce contents
indicated are nominal.

Figure 4. Evolution of the lattice parameters (a in black; c in red) with dopant concentration. All the
Ce contents indicated are nominal.
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Figure 5. High magnification FESEM images of synthesized samples with different Ce atomic% of:
(a) ZnO NPs, (b) 2.02%, (c) 3.24%, and (d) 8.24%. All the Ce contents indicated are nominal.
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EDS spectra of ZnO and CZO samples were performed to analyze the elemental
composition (Figure 6). The spectrum from the pure ZnO sample (Figure 6a) shows a
nearly stoichiometric composition. A typical spectrum from the doped samples is shown
in Figure 6b, in particular, the spectrum corresponding to the 3.24 atomic% Ce sample
was selected. The peaks for Zn, Ce, and O elements are clearly visible. Particularly, the
Ce signal at around 4.85 keV confirmed Ce-doping, although the amount of Ce is lower
than the nominal composition. The negligible presence of C comes from the carbon-coated
crucibles used in the measurements.

Figure 6. EDS spectra and elemental analysis for synthesized samples of: (a) pure ZnO, and (b) CZO
with 3.24 atomic%. All the Ce contents indicated are nominal.

The morphology and microstructure of the CZO samples were further analyzed
by TEM and HRTEM (Figure 7). The TEM micrographs clearly show well-formed NPs.
HRTEM images show clear lattice fringes which correspond to the d-spacing of the (002)
plane in the wurtzite structure (see inset in Figure 7a–c). The measured distances between
adjacent lattices planes are 2.63, 2.64, and 2.66 Å, for 3.24, 4.24, and 6.24 atomic% Ce doped
samples, respectively. The increase of d-spacing of the (002) plane proves that the Ce ions
have been successfully incorporated into the ZnO lattice since the radius of Ce is larger
than Zn.
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Figure 7. TEM and HRTEM images for synthesized samples with Ce atomic% of: (a) 3.24%, (b) 4.24%,
and (c) 6.24%. All the Ce contents indicated are nominal.

Figure 8a shows the UV–vis optical absorption curves. All the CZO samples have
strong absorption at 388–390 nm (3.2 eV), which corresponds to the band to band absorption.
The samples with the lower Ce content show an absorption band in the green region that
corresponds to transitions associated to point defects such as oxygen or zinc vacancies.
As the dopant concentration increases, the intensity of this band decreases, however, the
non-linear part of the absorption curve begins at lower wavelengths, indicating a major
role of stresses induced by the dopant. The direct band-gap energy was calculated from
the derivative of the absorption curve. The bandgap is not appreciably modified upon
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Ce-doping, for all the Ce concentrations studied (Figure 8b). However, the shape of the
derivative of the absorption curves shows appreciable differences when pure ZnO is
compared to CZO samples.

Figure 8. (a) Absorption spectra of pure ZnO and CZO samples. (b) First derivative of the spectra shown in part (a).
(c) Evolution of first derivative FWHM of the absorption spectra. (d) Tauc plot from absorbance spectra of part (a). All the
Ce contents indicated are nominal.
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An accurate calculation of the Urbach energy was not possible due to the overlapping
of the defect components; however, a rough estimation of the broadening associated with
the crystal disorder could be made from the FWHM of the derivative as shown in Figure 8c.
For the undoped sample and the two lower dopant concentrations, the values of FWHM
are quite similar between 0.16 and 0.18 eV; for the most heavily doped samples, the values
are above 0.2 eV, reaching 0.27 eV for the sample with the highest Ce content.
The influence of the incorporation of Ce on the luminescent properties was also
studied using PL measurements at RT. All the spectra show a complex UV band, which
corresponds to several emissions in the near band edge range of ZnO as well as a visible
wide band between 1.77 and 2.61 eV (475 and 700 nm) related to different defects. The
spectra of the CZO samples show a shift of the UV band towards lower energies due to
a decrease in the intensity of the higher energy components, as shown in Figure 9a. The
changes produced in the relative intensity of the different luminescence bands are also
apparent from the chromaticity diagrams shown in Figure 9b, where the different color of
the emitted light (CIE coordinates) by each sample is much better appreciated. The CIE
coordinates shown are the result of the addition of all the luminescence bands; hence a
change in the relative intensity of any of them would produce a change in the color of
the emitted light. The spectra consist of the convolution of the different bands, hence
small changes in the relative intensity might be difficult to appreciate in the spectra, but
can be more clearly appreciated from the perceived color. Compared with the pure ZnO
sample, the high energy component of the UV emission band in the CZO samples shows
a lower intensity [18]. In particular, the lowest intensity corresponds to the sample with
3.24 atomic% Ce. Since this emission originated from the recombination of free excitons
in ZnO (near-band-edge (NBE) emission) [28], the decrease in its intensity could indicate
a lower electron-hole recombination rate and it may result in a higher photocatalytic
activity [15,29,30]. In this case, the doped sample with 3.24 atomic% Ce should have the
highest photocatalytic activity (PCA), and the pure ZnO NPs should have the lowest PCA
photocatalytic activity, which is consistent with the actual photocatalytic performance as
we will discuss later.
The defect emission in PL spectra of ZnO consists typically in the broadband extending
over the visible range, which is the result of the overlapping of several emissions related to
the presence of deep levels (DLE). The main emission is the typical green-yellow emission
of ZnO that has been extensively studied but is still controversial [31]. Its origin is not
fully understood, although it is known that it is related to transitions involving native
point defects, oxygen vacancies (VO ), oxygen interstitials (Oi ), zinc vacancies (VZn ), zinc
interstitials (Zni ), oxygen antisites (OZn ), and zinc antisites (ZnO ) [32,33]. According to
previous studies, the calculated energy levels for these defects [34] are all compatible with
the emissions recorded from our samples.
The photocatalytic activity of ZnO:Ce samples has been studied by different research
groups [14,35,36]. The photobleaching of an organic dye, methylene blue (MB), a typical contaminant in the textile industry, in aqueous solution (2.5 ppm), was used as a
model to evaluate the photocatalytic activity of the synthesized CZO samples with different Ce contents (0, 0.62, 2.02, 3.24, 4.24, 6.24 and 8.24 atomic%). For comparison, the
photocatalytic experiments of all the CZO samples were carried out under identical conditions. Figure 10a–f shows the evolution with time of the absorbance curves of the different
samples. The intensity of the characteristic absorption peak of MB molecules at 665 nm
decreases gradually. This absorption band maximum, which corresponds to the dye, shows
a steady decreasing trend indicating that the complete destruction of the dye takes place.
This effect is more pronounced in the photocatalysts doped with 2.02 and 3.24 atomic% Ce
(Figure 10c,d).
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However, the particle size is not the only factor that affects the PCA. For instance,
comparing the response from pure ZnO NPs to doped particles with similar particle size,
the photocatalytic efficiency is higher for the doped sample. The presence of Ce ions in
the ZnO host would then enhance the PCA, irrespective of the particle size effect and
at atomic% lower than 8% of Ce (Figure 12). RE ions are known for their ability to trap
electrons, which could effectively reduce the recombination of photogenerated electronhole pairs [10,11]. The 4f-shell of an RE ion can accept or donate electrons (e− ) from or to
the energy bands of the host. Thus, the doping in ZnO can influence the photoreactivity
by varying the recombination rate of electron-hole pairs by the reactions indicated in
Equations (1)–(6).
ZnO + hv → e− + h+
(1)
Ce4+ + e− → Ce3+

(2)

Ce3+ + O2 → • O2− + Ce4+

(3)

•
•

O2−

+

•

+ H → OOH

(4)

OOH + H+ + e− → H2 O2

(5)

H2 O2 + e− → • OH + OH−

(6)

In Figure 13b a simplified model is depicted. Ce4+ easily traps the photo-excited
electron, which then forms Ce3+ (4). The electrons trapped in Ce4+ sites are subsequently
transferred to the adsorbed O2 by an oxidation process. Ce3+ will react with oxygen
adsorbed onto the catalytic surface to produce superoxide • O2− radicals (5) which are then
converted to active hydroxyl radicals (• OH) at the catalyst surface. They can then accelerate
the photocatalytic reaction and lead to the partial or complete degradation of the organic
pollutant MB [29,36].
As shown from the PL spectra, the presence of Ce ions minimizes the recombination
of photogenerated electron-hole pairs thus inducing the increase of ZnO PCA [15,30]. The
photogenerated hole in the valence band (h+ BV ) caused by Ce-doping can also generate
active • OH formed by the decomposition of water or by the reaction of the hole with
hydroxide (OH− ) species. At the same time, the Ce-doping usually introduces more
defects such as VO in the ZnO host. The VO can absorb the oxygen species (such as O2 ,
OH− ) and change them to high activity • O2− and • OH, accelerating the photocatalytic
reaction as well. For the above reasons, PCA increases with Ce-doping. Nevertheless,
once the Ce-doping concentration is higher than 3.24 atomic%, the electrons and holes
trapped by the dopant ions first recombine instead of transferring to the surface to take
part in the photocatalytic reaction. Moreover, a high concentration of Ce in the ZnO surface
likely decreases the active surface area of the particles available for absorbing photons,
resulting in a decrease in hydroxyl radical generation. Hence the degradation efficiency
also decreases.
To quantitatively understand the reaction kinetics of MB degradation, the plotted data
of ln(C0 /C) versus photodegradation time is depicted in Figure 13a. These results clearly
show a linear relationship with the irradiation time, indicating that the photodegradation of
the dye follows a pseudo-first-order kinetics confirming the applicability of the Langmuir–
Hinshelwood equation for each CZO photocatalyst. The inset of Figure 13a depicts the
variations of apparent reaction rate constants (k) values calculated from the slopes of the
lines and the coefficient of linear regression. The results demonstrated that Ce atomic
content in the range of 0.65–3.24% could be used to improve the PCA, but an excess of Ce
content (from 4.24 to 8.24%) could even be deleterious.
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Figure 13. (a) Pseudo-first order kinetics for MB dyes in the presence of CZO NPs as photocatalysts,
the rate constant (k) for CZO NPs observed during photocatalytic degradation of MB under UV light
irradiation is shown in the inset. (b) Correlation between the photodegradation efficiency and the
properties of the photocatalysts. All the Ce contents indicated are nominal.

Accordingly, the obtained results demonstrate that a particular amount of Ce doping
(3.24% Ce) into ZnO is essential to degrade the MB dye completely. Therefore, at optimum Ce concentration (nominally 3.24%), the as-prepared CZO samples had the higher
photocatalytic efficiency (exhibiting photobleaching of 98.72%) with the highest rate constant k = 0.0781 min−1 (std. error: 0.00192, R2 = 0.9449) and half life time (t1/2 ) minimum
(8.8751 min) only in 60 min. Furthermore, it can also be concluded from Figures 11 and 13a
that the prepared CZO photocatalysts exhibited better photocatalytic performances of the
MB dye compared to other Ce-doped ZnO nanomaterial based photocatalysts reported in
the literature [13,14,37,38].
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3. Experimental Details
3.1. Materials
Zinc acetate dihydrate (Zn(CH3 COO)2 ·2H2 O, purity > 98%, Sigma-Aldrich, St. Louis,
MO, USA) and cerium acetate hydrate (Ce(CH3 CO2 )3 ·H2 O, purity > 99.9%, Sigma-Aldrich)
was used as zinc and cerium precursors, respectively. Polyvinylpyrrolidone—PVP ((C6 H9 NO)n ,
Mw = 40,000 g/mol, Sigma-Aldrich) and ethylene glycol—EG (C2 H6 O2 , purity > 99.9%,
Sigma-Aldrich) were added as a capping agent and solvent, respectively. All the precursor
chemicals were reagent grade, and therefore, no further purification was applied.
3.2. Synthesis Process
The synthesis of the CZO NPs was achieved in a polyol-mediated process. For this
purpose, the stoichiometric amount of zinc acetate and cerium acetate was dissolved
in 50 mL of pure EG, and simultaneously PVP (5000 mg) was added to the solution at
RT stirring vigorously for 15 min until a colorless and uniform solution was obtained.
Subsequently, the mixture was transferred into a 100 mL three-neck flask equipped with a
reflux condenser, a mechanical stirrer, and a thermometer. Each precursor solution was
then continuously stirred, and heated to a temperature of 185 ◦ C, at a constant heating
rate of 7.5 ◦ C/min. Since the zinc acetate and cerium acetate dissolved gradually, no
nucleation or growth process occurred during the heating stage. However, when the
temperature of the precursor solution reached 185 ◦ C, the nucleation process started due to
the water contained in the zinc acetate dihydrate and cerium acetate hydrate. Immediately,
ultrapure deionized water was injected into the hot precursor solution with a hydration
ratio of 10 using a syringe pump (KDS200, KD Scientific, Holliston, MA, USA) at a constant
rate of 1 mL/s. Upon injection of the water, the solution became milky. The reaction
continued for 30 min, after which the system was cooled down to RT. The particles were
separated from the reaction medium by several centrifugation stages at 4000 rpm for 15 min,
and then washed repeatedly with deionized water and ethanol to remove the excess of
physically adsorbed PVP and EG. The nominal and stoichiometric composition of each of
the Zn1−x Cex O NPs prepared with different atomic% of Ce are shown in Table 1.
Table 1. Nominal and stoichiometric compositions of the Zn1−x Cex O NPs
X = atomic %

Zn1−x Cex O

mg 1 /50 mL EG

mg 2 /50 mL EG

mg
Ratio Zn/PVP

molar
Ratio of Zn/PVP

0

ZnO

1348.84

—-

0.270

0.049

0.62

Zn0.9938 Ce0.0062 O

1332.87

12.0179

0.267

0.049

2.02

Zn0.9798 Ce0.0202 O

1297.51

38.6610

0.260

0.047

3.24

Zn0.9676 Ce0.0324 O

1267.41

61.3359

0.253

0.046

4.24

Zn0.9576 Ce0.0424 O

1243.22

79.5570

0.249

0.045

6.24

Zn0.9376 Ce0.0624 O

1196.11

115.0493

0.239

0.044

8.24

Zn0.9176 Ce0.0824 O

1150.60

149.3293

0.230

0.042

1

2

(Zn(CH3 COO)2 ·2H2 O); Ce(CH3 CO2 )3 ·H2 O; In every synthesis: 5000 mg of PVP/50 mL EG). The calculated yield values were 40–45%.

Finally, the particles were dried in an oven at 80 ◦ C for 12 h. Ce concentration was
varied in the range 0 to 8.24 atomic%. In particular, atomic% concentrations of 0.62, 2.02,
3.24, 4.24, 6.24, and 8.24 were used. A gradual increase in yellow color with the increase in
Ce content was observed.
3.3. Characterization Techniques
The crystallographic structure of all the powder samples was characterized using an
X-ray diffractometer (Philips X’pert, Malvern, UK)) in a wide range of the Bragg angle
2 (25◦ < 2 < 70◦ ) using CuKα radiation (λ = 1.5406 Å). The scanning rate was set at

Catalysts 2021, 11, 71

17 of 20

0.02◦ , and counting time per step was 10 s. The averages crystallite sizes were derived
considering the three most intense diffraction peaks by Scherrer’s formula. The equation
is defined by the relation L = 0.9 × λ/βcosθ, where L is the average crystallite size (in Å),
λ the X-ray wavelength (in Å), β the full-width half-maximum (FWHM) and θ is the position of the diffraction angle peak (in rad). The lattice parameters were determined by
Bragg’s law, nλ = 2·d·sinθ. Surface morphology, chemical composition, and particle size
were studied by a FEI- TENEO Field Emission Scanning Electron Microscope (FESEM)
(FEI-THERMOFISHER, OR, USA) and a JEOL (Akishima, Tokio, Japan) JEM 2100 High
Resolution Transmission Electron Microscope (HRTEM) equipped with an X-ray Energy
Dispersive (XEDS) detector. For the TEM, representative samples were prepared using
a suspension of CZO particles dispersed in acetone by ultrasonic treatment. Afterwards,
these suspensions were dropped onto a carbon-coated copper grid and then subsequently
dried in air. The distribution and average size of the CZO particles obtained were determined from the FESEM images. Fast Fourier Transformation (FFT) was used to determine
the crystalline orientation and identify the phases. Digital Micrograph TM (DM, Gatan
Inc. Pleasanton, CA, USA) software was used for processing the HRTEM images. All the
samples were characterized by UV-visible Diffuse Reflectance Spectra (DRS) measured
in the range of 350–700 nm using a UV-visible Spectrophotometer (Varian Cary 100 with
DRA-CA-30I Diffuse Reflectance Accessory, Perkin-Elmer, Waltham, MA, USA) at RT.
Photoluminescence (PL) spectroscopy measurements werealso performed in a confocal
microscope (Horiba Jobin Yvon LabRAM HR800, Minami-ku, Kyoto, Japan) operating with
a He-Cd laser (λ = 325 nm).
3.4. Photocatalytic Degradation Test
The photocatalytic behavior of the nanomaterials obtained was evaluated through the
removal reaction of methylene blue (MB) as the test contaminant. The CZO NPs (12.5 mg)
were suspended in 600 mL of a standard MB aqueous solution (2.5 ppm) in a Pyrex glass
reactor (Figure 14), and the mixture was then magnetically stirred over 20 min in the absence
of light, to obtain the adsorption equilibrium. The dye concentration was selected according
to the current literature and with the aim of optimizing the experimental conditions
for 1 h runs and to have a consistent base for comparison with previous experiments.
Concentrations lower than the one selected for the absorbance sensitivity at the final stages
of the experiment would be much lower. For higher dye concentrations, it would be in the
first stages in which the sensitivity would be much worse. The photocatalytic degradation
was carried out over 60 min, with continuous stirring under UV-light irradiation (365 nm),
in a dark room with 125 W low-pressure mercury vapor lamp (Jinfei Company, Shanghai,
China). The UV lamp light flux was 0.62 W/cm2 . Every 10 min, a constant volume of MB
solution (an aliquot of 3 mL) was taken to evaluate the photocatalytic degradation process
by measuring the absorption spectra using a UV-visible spectrophotometer (Lambda 14P,
Perkin-Elmer, Waltham, MA, USA). To corroborate that no significant decomposition of
MB had been generated in the absence of CZO NPs and UV light, blank experiments were
performed at RT under the same conditions of measurement. The photocatalytic activity
(PCA) of the CZO samples was also evaluated by comparing the degradation fraction and
the apparent reaction rate constants (k) using the following relations:
Degradation = (C0 − C)/C0 × 100%

(7)

k = (1/t)·ln(C0 /C)

(8)

where C0 is the initial MB solution concentration at adsorption/desorption equilibrium in
the dark (t = 0); C is the MB solution concentration at time (t).
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4. Conclusions

4. Conclusions
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